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Test Result of XRF 

  
As per IEC 62321-3-1:2013, screened by XRF spectroscopy. 

 
No. Component Description Test Item XRF Result

Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

1 Black plastic shell  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

2 Black plastic of DPI toggle key  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

3 Black plastic cement of  
contact roller 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

4 Black plastic cement pad  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

5 Screw  

Bromine (Br)  -- 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

6 Black plastic shell of battery base 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

7 Spring  

Bromine (Br)  -- 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

8 Silver color metal sheet  

Bromine (Br)  -- 
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Test Result of XRF 

  
No. Component Description Test Item XRF Result

Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

9 Silver color metal of USB  

Bromine (Br)  -- 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

10 Black plastic of SB  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

11 Pin of USB 

Bromine (Br)  -- 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

12 White wire covering  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

13 White plastic terminal base  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

14 Pin of terminal base  

Bromine (Br)  -- 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

15 Resistor  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

16 Capacitor  

Bromine (Br)  P 
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Test Result of XRF 

  
No. Component Description Test Item XRF Result

Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

17 Capacitor 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

18 Capacitor 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

19 Capacitor 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

20 LED 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

21 Crystal  

Bromine (Br)  -- 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

22 IC 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

23 IC 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

24 Red plastic of key-press 

Bromine (Br)  P 
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Test Result of XRF 

  
No. Component Description Test Item XRF Result

Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

25 Key-press  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

26 Black plastic of left-click 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

27 Black plastic of right-click 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

28 White plastic of left-click 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

29 White plastic of right-click 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

30 Black plastic shaft of contact roller

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

31 Silver color metal  

Bromine (Br)  -- 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

32 Copper metal sheet  

Bromine (Br)  -- 
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Test Result of XRF 

  
No. Component Description Test Item XRF Result

Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

33 Black plastic  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

34 Black plastic of middle mouse 
button  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

35 White plastic of middle mouse 
button 

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

36 Transparent plastic  

Bromine (Br)  P 
Cadmium ( Cd )  P 
Lead ( Pb )  P 
Mercury ( Hg )  P 
Chromium (Cr)  P 

37 Switch  

Bromine (Br)  P 
 

Remark: 

(1) There are the results on total Br while test items on restricted substances are PBBs and PBDEs.  

There is the result on total Cr while test item on restricted substances is Cr(VI). 

 

(2) Results are obtained by EDXRF for primary screening, and further chemical testing by ICP-OES 

 (for Cd, Pb, Hg), UV-Vis (for Cr(VI) and GC-MS (for PBBs, PBDEs) is recommended to be 

performed, if the concentration exceeds the below warning value according to IEC62321 (unit: 

mg/kg). 
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Test Result of XRF 

 

Element  Polymer Material  Metallic Material  Composite Material  

Cadmium ( Cd )  P≤70-3σ＜IC＜ 
130+3σ≤F  

P≤70-3σ＜IC＜ 
130+3σ≤F  

P ≤50-3σ＜IC＜
150+3σ≤F 

Lead ( Pb )  P≤700-3σ＜IC＜
1300+3σ≤F  

P≤700-3σ＜IC＜
1300+3σ≤F  

P≤500-3σ＜IC＜
1500+3σ≤F  

Mercury ( Hg )  P≤700-3σ＜IC＜
1300+3σ≤F  

P≤700-3σ＜IC＜
1300+3σ≤F  

P≤500-3σ＜IC＜
1500+3σ≤F  

Chromium (Cr)  P≤700-3σ＜IC  P≤700-3σ＜IC  P≤500-3σ＜IC  

Bromine (Br)  P≤300-3σ＜IC  -- P≤250-3σ＜IC  
 

(3)  mg/kg = milligram per kilogram  
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Tested sample photos 
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   Tested sample photos 
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Tested sample photos 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
--- End of report --- 


